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Batch: 4371465

Lab No: CT119099 Analysed on 25/02/2020 By RD.  Reported on 
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Checked By: Date: 25/02/2020
“Note – desiccator result shown above is from a single sample; this result being the average of duplicate analysis completed in accordance with JIS 1460”* 1kgf/cm2 = 
0.0980065 N/mm2


